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ABSTRACT 

Reactions with water of as-cast uranium-carbon alloys containing 
2 to 10 v~. % carbon (UCO.4 to UC2.2) were investigated by using gas
chromatography fa:::, analysis of the gaseous proQucts. Uranium metal
vxan:t-..lIll monocarbide alloys yielded 2 moles of free hydrogen per mole 
of free metal, in addition to methane, small quantities of higher mole-
cula:::- gaseous hydrocarbons, and a solid] hydrous, tetra-v'alent 
uranium oxide. The gaseous products contained. all the carbon origtnally 
present in the alloy. Uranium d:~carbide (UC l 86; this combined-C/U atom 
r<:.'cio vTaS the max:lmWJl ,"hich could be obtainec.) yield.ed a mixture of 36 
hydrocar'o<:ms (methane, 15 vol. ~b; ethane, 28lJ~; C3- to C8-alkanes, 7%; 
alkenes, 8%; alkynes: 0.6%; and unidentified uns,'lturates J 1%), free 
r.ty(:,l'ogen (~O vol. %), n ,;,rater-insoluble '<i'ax, and a solic:., hydrous, tetra
valent, ur~w,ium oxic.:e. Fon:,y % of the combineci ca!"bon "\oms fou.n~. 5.n the 
gus :cn;.c. :].n tl:.E: wax. The gaseous products f:::-om the hyc.r,:,lys:!.s of both 
UCsnd .36 '-Tere not a:'fected by changes i:: the reactior:. temperat;J.re 
bet\iCen and. 990

• The composition of the gases evolved. at 800 
from 

as- ,~ast IITitt: compositions betvleen UC and UC'::'.86 varied linearly 
\,,":'th the combined-c/u atom ratio of the alloy, hmvcver, the a.mOUl1tS cT 
Itctha::1e p:~c,d.uced were le"Ter than expected fJ::"om the ;)C cor.:.centrations 
in the alloys. 
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HYDROLYSIS OF URANIUM CARBIDES BETWEEN 25 AND 1000
• 

II. AS -CAST ALLOYS CONTAINING 2 TO 10 WT 0 % CARBON 

By 

Mildred J. Bradley and Leslie M. Ferris 

Reactions with water of as-cHst uranium-carbon alloys containtng 

2 to 10 wt. % carbon (UCO,4 to UC2"2) were investigated by using gas

chromatography for analysis of the gaseous products. Uranium metal

uranium monocarbide alloys yielded 2 moles of free hydrogen per mole 

of free metal, in addition to methane~ small quantities of higher mole

cular weight gaseous hydrocarbons, and a solid, hydrous, tetravalent 

uranium oxide. The gaseous produci;s contained all the carbon originally 

present in the alloy. Uranium dicarbide (UCl .86; this combined-C/U 

atom ratio was the maximum which could be obtained) yielded a mixture 

of 36 hydrocarbons (methane, 15 vol. %; ethane, 28%; C
3

- to C8-alkanes, 

7%; alkenes, 8%; alkynes, 0.6%; and unidentified unsaturates, 1%), 
free hydrogen (40 voL %), a water··insoluble wax.)) and a solid, hydrous> 

tetravalent uranium oxide. Forty ~b of the combined carbon was found 

in the gas and 25% in the wax, The gaseous products from t!1e hydrolysis 

of both DC and UCl.86 were not affected by changes in the reaction tem-
o perature between 25 and 99. The composition of the gases evolved at 

800 from as-cast alloys with compositions between UC and UC1 •86 varied 

linearly with the combined-C/U atom ratio of the alloy, however, the 

amounts of methane produced were lower than expected from the UC con

centrations in the alloys. 

INTRODUCTION 

Reactions with water of as-cast uranium-carbon alloys containing 

2 to 10 wt. % carbon (UCO.4 to UC2 ,2) were investigated at temperatures 

between 25 and 990 as pare of a sy(;tematic study of the hydrolytic 'be-



··2-, 

havior of uranium and thorium carbides. Several studies of the hydrolysis 

of sintered uranium carbides have been conducted, but no data were avail

able on the behavior of as-cast UC-UCl .86 or low-carbon alloys. Earlier 

results of this study have been reported on the hydrolysis of DC and a 
2 UCo.8 alloy. 

(2) M, J. Bradley and L. M. Ferris, Inorg. Chem., !, 683 (1962). 

There is general agreement that hydrolysis between 25 and 990 of 

uranium monocarbide yields principally methane with some hydrogen and 

small quantities of higher hydrocarbons. 2-4 Litz,5 however, reported 

(3) c. P. Kempter, J. Less-Common Metals, ~, 419 (1962). 

(4) G. Baudin, J. Besson, P. Blum, and J. Spitz, Compt. rend., 254, 4179 
(1962) . 

(5) L. M. Litz, "Uranium Carbides; Their Preparation, Structure, and 
Hydrolysis," Ph. D. Thesis, Ohio State University (1948). 

that the methane concentration decreased and the hydrogen increased with 

increasing temperature. MOissan6 studied the reaction of water with a 

(6) H. MOissan, Compt. rend., 122, 274 (1896). 

~:~~~~~~-~~~~:~~-~~:~~-~~~-~~~~~:::~~-:~~~~::-~~~~~~~~-:~~~~-~~~~~---
(7) P. Lebeau and A. Damiens, Compt. rend., 156, 1987 (1913). 

showed that his reported results were probably in error because methane 

could not be separated from the higher hydrocarbons according to his pro

cedure. Lebeau and Damiens7 also investigated the hydrolysis of sintered 

"UC2" (which was only partially analyzed) and obtained 32-36 ml. of gas 

per gram of "UC2
11 consisting of 30-50% hydrogen, 12-20% methane, 23-25% 

ethane, 3-10% higher alkanes, 8-15% alkenes, and 1-3% alkynes. The com

position of the carbide was determined solely by elemental analysis by 

both Moissan6 and Lebeau and Damiens.7 Litz5 studied the hydrolysis of 

sintered uranium dicarbide, finding at 830
, 17% hydrogen, 30% methane, 

38% higher alkanes, 12% alkenes, and 2% alkynes; and, at 950
, 39'fo hydrogen, 

18% methane, 31% higher alkanes, % alkenes, and 1% alkynes. It should 

be noted however, that Litz reported no elemental analyses. Kempter3 

• 

• 
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investigated the reaction of arc-melted uranium dicarbide (combinee. .. 

carbon/uranium atom ratio of 1.87) with water at room temperature in a 

c:i,osed system (pressure unspecifie.i) aIld obtained 1.4% hydrogen, 17% 

methane, 3910 ethaIle, 8% higher alkanes, 20% alkenes, and 2% alkynes, 

r~e1,tl1(~r Litz5 nor Kempter.? measured. the volume of gas evolved. 

EXPERIMENTAL 

!:,1aterials. - The uranium-carbon alloys were prepared by arc-melting 

high-purity uranium metal (less than l~()O p.p.m. total impurit1.es) and. 

spectroscopic grade carbon, using ::loncons1..unab1.e tQngst.en electrodes. 

But;t;ons were remelted an additional eight times (2-minute melts) to 

ensure complete reaction after vis"i.lal examination had shm.n: that all 

the carbon had dissolved in the melt. Chemical analyses for uraniun, 

total carbon, and free carbon, and the major constituents as :i.dentLe'ie(i 

by X-ray analysis are given in Table 1. The dicarbide s:geei.m.ens had 

id.entical X-ray powder patterns except that the faint UC line 'iffl.S missing 

from the UC2-l6A pattern. The alloys were also analyzed for oxygen 

( 0.1%), nitrogen ( 65 p.p.m.), and tungsten (0.2%). Metallograph:~c 

examination at magnifications of 2;)OX and lOOOX showed that DC spE-)cimen 

2E was nearly single phase, with traces of uranium metal at the STain 

'poundaries and a higher uranium carbide within the grains. The m 0.,4 
a21d \lCo.8 alloys (specimens 7A and 6B) were mixtures of a-uranium at 

t~le gX'ai:::l bounda;;;'ies and uranium monocarbide. Specimen 6B also eon

ts,ii'!i:!cl a trace of a third phase wi'~hin the monocarbide gl"'l.uns. The 

CO~Tt;rast. between the a-uranium phase and the monocarbide in the phoi:,Q

ru::crographs of' specimen 7A was so great that the presence of additional 

f;hases within the monocarbide grains would probably not r..ave been dJ~

t:..::ci;ed. Specimens 3"£, 4B, and 5B, which had compositions be'Gween DC 

and UCl . 86J were two-phase mixtures of the mono- and dicaroides. Dren 

e:t a magnification of lOOOX, specimen UC2-l6A (nominally UC1.9l; com

billed··C/U atom ratio of 1. 88) appeared to be virtually single phase, 

S:pecimen UU2-13A (nominally UC1.9l; combined-C/U ratio of 1.87) con"':iained 

a trace o±~ a second phase. Specimen uc2-4A (nominally UCI. 9;) contained 

spherict"1..1 particles of graphite, while specimens UC2 .. 1A, -2A., and -5A 



TABLE I. 

COMPOSITION OF URANDlM CARBIDE SPECIMENS 

Combined 
Anal;lses z wt. ~ 

~ 
c/u 

Total Atom X-ray Powder PatterN 
Specimen U C C Ratio U UC UC2 

7A 98·0 1.95 0.02 0·39 P P 

6B 96.0 4.01 -~0.05 0.8, w P 

2E 95·2 4.68 0.01 0·97 P 

3B 94·0 6.06 0.12 1.25 P w 
4B 93·1 7·00 0.05 1.48 P P 

5B 92.0 8.03 0.08 1.71 w P 

UC -13A 2 91.2 8.78 0.18 1.87 T P 

UC2-l6A 91.2 8.80 0.14 1.88 P 

UC -I~A 2 91.2 8.88 0·30 1.86 T P 

UC~1A 2 90·9 9.12 0·70 1.84 T P 

UC -2A 2 90·9 9.18 0.74 1.84 T P 

UC2-5A 91.0 9.06 0.62 1.8h T P 

UC2-6A 90·3 9.78 1.54 1.81 T P 

a P, present; W, weak; 
2.87 R. 

T, faint trace based on one, very faint line at 

-----=-----------------------------------------------------------------
(nominally UCl .

99
) and UC2-6A (nominally UC2.15 ) contained large amounts 

of graphite which appeared as rod-shaped dark areas in the photomicro

graphs. 

Procedure. - The hydrolyses were conducted in a helium atmosphere 

using the technique described previously. 2 When there was no further 

gas evolution over a 16-hr period, the gas was sampled and the gelatinous 

uranil~ oxide residue dissolved. Residues for alloys containing no 

uranium metal were dissolved in 6 !~ HC1, while 12 !:! H,P04 was used for 

the U~UC residues since they were not readily soluble in HC1. Non

volatile, acid~insoluble waxes, found when the alloys contained uraniwn 

dicarbide, were recovered by washillg them from the apparatus using acetone 

and thEm ether and subsequently removing the solvents by evaporation. 

• 
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Analytical. - The carbide specimens were analyzed for uranium, total 

carbon, oxygen, and nitrogen by prQcedures described previously. 2 :.i're(;) 

carbon was determined after the swnple was dissolved in refluxing 6 M 

Hel and the solution was filtered through a Leeo disposable filtering 

crucible (NO'. 528-30, Laboratory Equipment Ccrp., St. Joseph, Michigan). 

The residue was burned and the car':)on was determined as CO2 , The X·-ray 

pcwder patterns were determined with a Debye .. Scherrer 1l4.59-nnn. dia.meter 

powder camera using Cu K-a radiation. The mor..ocarbide and d1carb1.de pat

terns were the same as those reported by Litz, Garr€tt p a..."'ld Croxton,8 

(8) L. M. Litz, A. B. Garrett, anI). F. C. Croxton, J. Aln. Chem. Soc" 
70, 1718 (1948). 

Specimens were prepared for metallography by the techniques described 

by Gray, Thurber, and DuBose. 9 

(9) R. J. Gray 1 W, C. Thurber, and C. K. H. DuBose ,0 Metal Progr., 74, 
65 (1958) 0 --

------------------------------------------------------~------------~--.-

Gas samples ',lere analyzed by gas-chro!natography using a Burrell 

Kromotog Kn2 instrument modified with a Gow-Mac thermistcr d.etectcr. 

For optimum peak separation and resolution,four cclumn packings were 

necessary. The column packings and temperature programs used for deter

mining the specific gases are given below: lO 

hyd.rogen 
oxygen 
nitrogen 
metha.ne 

Silica Ge1--3 wt. % Squalane 

(I'oom tempera-cure, 6 min.; 
nonlinear heating to ~65°, 

12 min.) 

ethane 
ethylene 
propane 
acetylene 
n .. butane 
unknown C5-1 
isopcnt&'j,~ 

Tricresyl Phosphate 
(room temperature, 12 m1.n; 

nonlinear heating to --.800 , 12 min.) 

n-hexane 
hexene~l, -2, and 
hexyne~l, and ~2 

Di-2-ethylhexyl Sebacate 

(25% on C-22 Firebrick; room temp. 12 min. 
nonlinear heating ~o ~Oo 12 min; 
nonlinear heating to ..... 110°, 12 min.) 

isoi:mtane 
propyne 
cis- and trans-butene-2 
butyne~l 

u..'11mown C4 
unknown (;5-2 
pcntcnc-2 



(Continued from page 5) 
n-pentane 
butene-l 

(10) A. D. Horton, unpublished data. 

unknown C6-l and -2 
,-methylpentene-l 
,-methylpentane+hexyne-l-(one 
heptene-2 peak) 
unknown C7-l, -2, -" and -4 
n-heptane 
unknown C8-l, and -2 
n-octane 

The chromatographic peaks for all identified hydrocarbons were checked 

against known standards using at least two different packings, The 

hydrocarbons were also tested for unsaturation with a mercuric perclllo-
11 rate column. The amount of each unknown compound was estimated using 

(11) R. L. Martin, Anal. Chem., 34, 896 (1962). 

the calibration constant for the n-alkane which was eluted after the un

known. All the unknown compounds were sorbed by mercuric perchlorate, 

indicating unsaturation. They did not correspond to any of the fol

lowing standards: propene, isobutylene, l,,-butadiene, butyne-2, 

pentene-~pentyne-l, pentyne-2, 2-ethylbutene-l, heptene-l, or heptene-,. 

~he compounds erroneously called branched hexane isomers in the first 

paper,2 are now believed to be unsaturates except for a small amount of 

3-methylpentane. 

RESULTS 

The maximum combined-C/U atom ratio which could be obtained by nOll

consumable arc-melting with tungsten electrodes was 1.86 ± 0.02 based on 

chemical analyses for total and free carbon, metallography, and hydrolysis 

studies. Heat-treating of specimens with a nominal C/U atom ratio of 

2.00 f'or 6 hours at 20000
, 60 hours at 16000

, and 240 hours at l26d) 

produced no effect on the combined-C/U ratio or hydrolysis properties,12 

(12) M. J. Bradley, unpublished data, 

further indicating that uranium dlcarblde is a nonstoichiometric COln

pound. It is also significant to note that we have successfully pre

pared essentially single-phase UCl.86' Leitnaker a.ncl iUttemanl , also 

• 
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reported that UCl •86 is the formula for uranium dicarbide. 

(1,) J. M. Leitnaker and W. G. Witteman, J. Chem. Phys., ,6, 1445 (1962). 

The water hydrolysis of uranium carbides yielded complex mixtures 

of gaseous hydrocarbons and a gelatinous, hydrous, tetravalent uranium 

oxide. Nonvolatile waxes were also formed when the alloy contained 

uranium dicarbide. The volume of gas evolved decreased from 138 ml. 

(S'IP) per gram of carbide to 42 ml. per gram as the combined-C/u atom 

ratio increased from 0.,9 to 1.86 (Table II). 

Hydrolysis of uranium monocarbide2 yielded principally methane (86 
vol. <to), with some hydrogen (ll<{o) and small quantities of higher hydro

carbons. The U-UC alloys, as expected, yielded 2 moles of hydrogen per 

mole of free metal in addition to the expected UC hydrolysis products. 

The gaseous hydrolysis pro4ucts of specimens having compositions of 

UCo.4 to UCl •O contained all the carbon originally present in the alloy 

(Table III). 

The reaction of UCl •86 with water yielded a water-insoluble wax, 
and a gas containing about 40 vol. % hydrogen and a complex mixture of 

at least ,6 hydrocarbons: methane, 15 vol. <{oj ethane, 28<{o; propane, 1.0%; 

butanes, 4.6<{o; C5- to C8-alkanes, l.l<{o; ethylene, 1.6<{o; butenes, 4.710; 

C
5
- to C7-alkenes, 2.0%; alkynes, o.06<{oj and unidentified unsaturated com

pounds, 1.2'{o. Of the combined carbon present initially in the UC1 •86 speci

mens, 37<{o was found in the gas phase and about 25<{o in the wax. The re

maining carbon presumably was dissolved in the water in concentrations too 

low to detect by conventional analytical procedures. No water-insoluble 

liquid hydrocarbons were observed. The wax had a H/c ratio of about 1.1. 

Preliminary infrared data indicated the presence in the wax of aromatic-

and aliphatic double bonds, C=O (ester, aldehyde, ketone) bonds, and C-O-C 

(ester, ether) bonds. Varying the amounts of free carbon in specimens with 

a combined-C/U ratio of 1.86 did not change the number of equivalents of the 

various hydrocarbon gases from a gl'am of carbide (Table III). Variations 

in the total volumes of gas and the equivalents of hydrogen have been 



TABLE II. 

GASEOUS PRODUCTS FROM THE HYDROLYSIS OF AS-CAST URANIUM CARBIDES AT 800 

Specimen 7A 6B 2E 3B 4B 5B UC2-1,)A UC2-16A UC2-4A UC2-lA UC2-2A UC2-5A UC2-6A 

Combined-C!U atom ratio 0·39 0.83 0·97 1.25 1.48 1.71 1.87 1.88 1.86 1.84 1.84 1.84 1.81 

Volume of gas evolved 
ml. (STP)!g. of alloy 138 108 96 78 64 50 38 44 42 40 42 43 43 

Gas composition, vol. 10 
Hydrogen 79 37 1; 23 24 30 36 48 40 34 41 40 51 

g~ 
18 60 84 60 48 ;2 13 10 14 17 16 15 12 
1.14 1.78 1.76 II 18 24 ;2 26 29 ;1 27 28 23 

C; 0·50 0.48 0.4; 1.01 1.38 1.13 1.02 0.84 1.02 1.04 1.04 1.00 0.80 
C4Hl~ 0.18 0.03 0.18 1.72 2.96 4.;9 5.58 3.85 4.5; 5.06 4.58 4.36 ;.92 
C5H12 0.08 0,16 0.06 0.25 0.;0 0.37 0.40 0·27 0.42 0.40 0.;2 0.28 0.25 
C6H14c 0.03 0.02 0.02 0.21 0.34 0·57 0·71 0.;6 0.69 0·71 0.6; 0.84 0·51 I 
'?7-C8 alkanes 0.07 0.05 0.10 0.08 O.ll O.ll 0.10 0.12 0.10 CX) 

C2H4 0.05 0.02 0.04 0.46 0.68 0.70 2.10 1.84 1.45 1.58 1.46 1.45 1.27 I 

Butene-l 0.09 0.06 0.06 0.87 1.64 2·76 ;.44 2.94 ;.48 3.27 2·97 ;.17 2.80 
Cis-butene-2 0.0; 0.0; 0.02 0.43 0.64 0.62 0·78 0.89 0.82 0·90 0.72 0.99 0.72 
Trans-butene-2 0.03 0.0; 0.02 0.29 0·54 0·57 0.68 0.80 0.69 0.79 0.6; 0.82 0.68 
Pentene-2 0.03 0.01 0.01 0.07 O.ll 0.05 0.08 0.16 0.04 0.07 0.04 0.20 0.07 
C6H12d 0.05 0.02 0.02 0.29 0.79 1.40 1.71 1.38 1.80 1.69 1.59 1.60 1.;; 
Heptene-2 0.01 0.01 0.05 0.25 0.31 0.18 0.35 0.28 0.26 0.38 0.13 ct4 0.02 0.1; 0.02 0.02 0.02 
B tyne-l 0.01 0.02 0.18 0.49 1.02 0·55 0·27 0.27 0.31 0.;; 
Hexyne-l and -2 0.01 0.02 0.07 0.08 0.13 0.08 0.09 0.08 0.12 0.06 
Unidentifiede 0.20 0.29 0.13 0.47 0.63 loll 1.;3 1.20 1.38 1.18 0.94 1.12 1.15 

a Includes 0.01 to 0.02 vol. % isobutane. 
b n-Pentane (72% of total C5H12) and isopentane (2B1c). 

c n-Hexane (56% of total C6H14) and 3-methylpentane (4410). 
d Hexene-l (25% of total C@I12), Hexene-2 (14%), Hexene-; (2510), and ;-Methylpentene-l (36%). 

e At least II components, all unsaturated. 

• • .. 
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TABLE III. 

CARBON DISTRIBUTION IN THE HYDROLYSIS OF AS-CAST URANIUM CARBIDES AT 800 

Specimen 7A 6B 2E 3B 4B 5B UC2-1M UC2-4A 

mg.-atoms of carbon per g. of original alloy 
Carbide (elemental analysis) 

Total carbon 1.62 3·33 3.90 5·05 5.83 6.69 7·31 7·33 7·39 7·59 7.65 7·54 8.14 
Free carbon 0.02 0.04 0.01 0.10 0.04 0.07 0.15 0.12 0.25 0.58 0.62 0·52 1.28 

Gaseous products 
I C) 1.14 2.90 3.61 2.08 1.37 0·70 0.23 0.20 0.25 0·31 0·31 0.29 0.23 \0 C 6 0.14 0.17 0.15 0.80 1.12 1.06 1.10 1.02 1.09 1.13 1.00 1.00 0.88 I 

C~C8 a.1kanes 0.18 0.12 0.10 0.43 0.58 0·59 0·54 0.42 0.52 0.55 0·51 0·54 0.45 
Jl. enes 0.07 0.04 0.03 0·33 0.53 0.62 0.62 0.64 0.68 0.64 0·59 0·70 0·55 
Alkynes 0.01 0.01 0.02 O.(JJ 0.10 0.05 0.03 0.02 0.04 0.03 
Unidentified 0.06 0·07 0.03 0.00 0.11 0.14 0.13 0.14 0.15 0.12 0.11 0.13 0.13 

Total 1.60 3.29 3·92 3·73 3·71 3.14 2·70 2.52 2.74 2·78 2·54 2.78 2.27 

Nonvolatile products 

Wax 0.22 0.66 1.33 1. 55 2.36 1.63 1.66 1.68 2.18 2.10 
Insoluble residue 0.18 0.12 0.21 0.61 0.62 0.67 1.34 
Unaccounted for 1.10 1.46 2.22 2.88 2.33 2·77 2.54 2.81 1.91 2.43 



conf'irmed by duplicate experiments and are related to the amounts of 

wax (H/c ratio of' 1.1) and "unaccounted" products (estimated H/c ratio 

of' about 1. 8 assuming total hydrogen f'or the system as 4H atoms per 

U atom because the uranium product is tetravalent). 

Hydrolysis of' as-cast specimens with compositions between UC and 

DC1 .86 produced a linear decrease in the methane concentration and in

creases in the amounts of' f'ree hy~~ogenJ C2- to C8-hydrocarbons, and 

wax as the combined-c/u atom ratio of' the alloy increased (Tables II 

and III). 

Val~ing the reaction temperature between 25 and 990 had no detectable 

ef'f'ect on the composition of' the gas in the hydrolysis of' UC1 .86 (Table 

IV). These results dif'f'er markedly f'rom those of' Litz5 who reported 

that the f'ree hydrogen concentration increased f'rom 11 to 39% while 

the methane concentration decreased f'rem 30 to 18~ as the temperatw~e 

was raised f'rom 83 to 950
, Temperature also had no ef'f'ect on the gas 

composition in the hydrolysis of' uranium monocarbide. 2 Although the 

gas composition w~s not aff'cctedJ the rates of' r~drolysis increased 

markedly with increasing temperature. The time required f'or complet;e 

reaction of' a 3- to 4-g. specimen of' UC1.86 varied f'rom 3.5 days at 

250 to about 3 hours at 99° (Fig. 1). During the f'irst 5 hours at 250
, 

there was !.I.O visible change in the carbide. After 16 hr., complete 

disintegration of' the sample had occurred, yet only half' of' the gas 

had been evolved. This behavior is similar to that of' uranium mono

carbide at the lower temperatures where it is postulated that water 

f'irst attacks cleavage planes in the crystals. 2 Relative reaction rates 

were He ~~ ucl. 86 >- U metal. Uranium monocarbide was completely hydrolyzed 

in :; hOUTS at 800 compared to 5 to 15 hours f'or the dicarbide specimens 

and 15 ,lays f'or UCO.
39

' 

DISCU:3SION 

Uranium monocarbide, either in the pure state or alloyed with uranium 

metal, yields primarily methane on hydrolysis as expected f'rom its crystal 

structm·e since each carbon atom is surrounded by six uranium atoms at 

a distance of' 2.48 R. while the closest C-C distance is 3.50 R.14 

.. 
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TABLE IV. 

EFFECT OF TEMPERATURE ON THE COMPOSITION OF THE GASEOUS PRODUCTS 
FROM THE HYDROLYSIS OF UC1 .B6 

Specimen used: UC2-l6A 

Temperature, °c 25 40 Bo 99 

Volume of gas evolved, 43 2 
ml. (STP) per g. of carbide . 43.2 43.7 43.1 

Gas composition, vol. % 
Hydrogen 52 49 4B 50 

CH4 9 10 10 10 

C2H6 24 26 26 26 

C3HB o.B 0·9 o.B 0·7 
C4H10 3·9 3.B 3.B 3·0 

C51112 0.25 0.21 0.21 0.19 

C6H14 0.19 0.44 0.36 0·57 

C7H16 0.05 0.08 0.06 0.05 

CBH1B 0.02 0.02 0.02 0.03 

C2H4 1.7 1.B 1.B 1.2 

C4HB 4.5 4.B 4.6 4.3 

C
5
H10 0.14 0·07 0.16 0.12 

C6H12 1.0 1.1 1.4 0·3 

C7H14 0.18 0.12 o.lB 0·37 

C3H4 0.13 0.13 0.13 0.14 

C4H6 1.0 1.0 1.0 1.2 

C6H10 0.11 0.12 0.13 0.10 

Unidentifieda 
0·9 1.1 1.2 1.1 

a At least 11 components, all unsaturated. 

Similarly, uranium dicarbide, which contains pairs of carbon atoms with 

a C-C distance of 1.34~. (double bond distance)14,15, on hydrolysis gives 

(14) A. E. Austin, Acta Cryst., 12, 159 (1959). 

(15) M. Atoji, J. Chem. Phys., 35, 1950 (1961). 

gaseous hydrocarbons containing predominantly 2, or multiples of 2, 

carbon atoms in addition to the more highly polymerized wax. The formation 
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of methane and hydrocarbons containing an odd number of carbon atoms 

indicates that UCl .86 contains some single C units as well as C2 units 

in the crystal, One of the most interesting features of the uranium 

dicarbide hydrolysis reaction is the reproducible production of such 

a complex mixture of gaseous hydrocarbons independent of temperature 
o between 25 and 99 . 

With C=C units in the dicarbi(ie crystal and 4 hydrogen atoms avail

able for hydrogenation per uranium atom (because the final uranium pro

duct is tetravalent), ethylene might be expected as a primary product: 

The reaction products actually formed indicate a complex mechanism. In 

preference to the formation of ethylene (0.8% of the combined carbon), 

the C:C units present in the crystal are either hydrogenated to ethane 

(15% of the carbon) or polymerized to higher molecular weight compounds. 

Straight-chain isomers predominate over branched chain. While the iso

butane concentration was always 0.01 to 0.02%, independent of the n-butane 

concentration and the amount of dicarbide present in the original 

alloy, the n-pentane concentration was always about 72% of the total 

pentane concentration , and the n-hexane about 56% of the total hexanes. 

3-Methylpentane, the only branched hexane found, is also the only one 

which could be formed by the polymerization of C=C units. The double 

bond was always in the 2-position in n-alkenes containing an odd number 

of carbon atoms (pentene-2, heptene-2), while those containing an even 

number of carbon atoms favored the 1- and 3-positions (butene-l, 65~& of 

the total C4H8 ; hexene-l, 40%, and hexene-3, 39% of the n-C6H12)' 3-

Methylpentene-l, the only branched hexene identified to date (and pro

bably the only one present in significant quantities since the two un

identified peaks in the C6 range represent only about 0.1% of the total 

ga,s), like 3-methylpentane could be formed by the polymerization of C=C 

units, No 2-ethylbutene=1, which also would yield 3-methylpentane upon 

hydrogenation, was found, Approximately equal amounts of cis- and trans

butene-2, 54 and 46%, respectively~ were formed, As noted by Palenik 

and warr6 in the hydrolysis of lanthanum and cerium carbide, lithe i'ormation 



of equimo1ar amounts of the two 2-butenes does r.ot represent thermal equi1i-

(16) G. J. Palenik and J. C. Warf, Inorg. Chem., !, 345 (1962). 

brium and, therefore, must be a consequence of the mechanism by which 

the two were formed." Identification of the 11 unidentified, unsaturated 

compounds is limited by the available standards. Except for one of the 

u.nknown C 5 compounds (about 0·5 vol. %) and one of the C7 compounds (about 

0.2%), all unidentified compounds w'ere less than 0.1%. The reproducible 

production of such a complex mixtUre of gaseous hydrocarbons must rE~f1ect 

structural characteristics in the solid crystal, yet variations in the 

extent of polymerization to form Wl!.X also indicate that ca.ta1ytic sur

faces may be involved in the hydrolysis. Additional study of the non

volatile products, particularly the "unaccounted for" ones, is needed 

before the hydrolysis of uranium dicarbide can be fully understood. 

Although the hydrolysis at 80° of as-cast uranium carbides having 

compositions between UC and UC1 •86 produced a linear decrease in the 

methane concentration and increases the amounts of higher hydrocarbons, 

hydrogen and wax with increasing combined-C/U atom ratio in the alloy, 

the yields of methane were considerably lower than expected from the UC 

concentration in the alloy, basing the calculations on a UC-UC1 .86 binary. 

For example, the calculated amount of UC present in UC1.25 is 2.79 
mmo1es. per g. of alloy, which should result in the formation of about 

2.6 Zl!I!loles. of methane per gram. Experimentally, the specimen yielCled 

only 2.08 mmoles. of methane per gram. Both X-ray and metal1ograpM.c 

examination indicated that the as-cast alloys were composed of binary 

mixtt1.res of tIC and UC1 .86 , Therefore, it appears that some of the C 

units from the UC hydrolysis (which react mainly with hydrogen to form 

methane in the absence of UC1 •86 ) react with units from the UC1 •86 to 

produce higher hydrocarbons. Since same C units react with C2 units in 

the hydrolysis of UC-UC1 •86 mixtures, it is possible that the small 

quantities of higher hydrocarbons produced in the hydrolysis of es-
2 sentially pure uranium monocarbide arise from polymerization of C tUlits 

from the monocarbide as well as f~)m the dicarbide impurity. 
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The composition of the gases evolved in the hydrolysis of UC1.B6' 

as determined in this investigation, was similar to that obtained by 

Lebeau and Damiens 7 if allowance ia made fur the problems they encountered 

in separating similar gases by fractional distillation and chemical sorp

tion. Their lower gas volumes (32 to 36 ml/g. vs. 38 to 44 ml/g.) Buggest 

the presence of U02 and carbon in their carbide. The results of this 

st~dy differ significantly from those obtained by Litz5 who reported 

that the composition of the hydrolysis products changed markedly with 

temperature between 83 and 950 • We obtained considerably more hydrogen 

(34 to 50%) than did Kempter3 (14%). Ignoring the hydrogen and cal

culating relative amounts of hydrocarbons, about 47% ethane, 2% propane, 

and 7% butane were found in both studies; however, Kempter found more 

alkenes (22% vs. 14% plus a possible 2% as unidentified unsaturates) 

and less methane (20% vs. 25%). The difference in the hydrogen concen

tration in the two studies may reflect a pressure effect on the reaction, 

since Kempter probably did not hydrolyze his specimens at atmospheric 

pressure, or his specimens may have yielded less wax and, therefore, 

less hydrogen than ours did. Some variation in the amounts of wax and 

free hydrogen from specimens prepared under outwardly identical con

ditions was observed in this study. Since neither Litz nor Kempter 

determined the amounts of gaseous hydrocarbons and wax formed, no 

quantitative comparison with their data can be made. 
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